
PRODUCT Batch No. 220921003

Date Produce Date Tested 2022.09.21 Remark QC PASS

Unit Test Method Specification Test Result Remark

kg/L ASTM D4052 To be reported 0.87

㎟/s ASTM D445 To be reported 96.1

㎟/s ASTM D445 12.5~16.3 14.4

- ASTM D2270 To be reported 155

- Visual To be reported B & C

mPa•s ASTM D4683 Min 3.5 3.9

℃ ASTM D97 Max -25 -39

℃ COC To be reported 224

- CMM 91 To be reported Negative

mg KOH/g ASTM D2896 Min 5 11

mPa.s (cP) ASTM D5293 Max 7,000 6053

We hereby certify that above are correct.
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 ZENQ DX 10W40 CI-4/SL

2022.09.21

Test Item

Density,@15℃

Viscosity,Kinematic,@40℃

Viscosity,Kinematic,@100℃

Viscosity Index

Color, ASTM

HTHS Viscosit,y@150º C
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